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Answer Question No.1 and 2 which are compulsory and any four from the rest. 
The figures in the right hand margin indicate marks. 

Q1  Answer the following questions:multiple type or dash fill up type (2 x 10) 
 a) Degree of polymerization of cotton is ________.  
 b) _______ is a leaf fibre.  
 c) Moisture regain percentage of polyester is  _________  
 d) Coagulation bath is available with ________ process.  
 e) Wool dissolves with ____________.  
 f) ____________ fibre suitable for tyre cords .  
 g) ______ is an acidic fibre?  
 h) _______fibre used for ciggarate paper?  
 i) __________amount of weight loss occurs in silk degumming?  
 j) Felting occurs with ______ fibre.  
    

Q2  Answer the following questions: Short answer type (2 x 10) 
 a) Write the difference between staple fibre and filament.  
 b) State the name of Indian cottons suitable for different count of yarn.  
 c) Differentiate between thermo static and thermo plastic.  
 d) What do you mean by Uniformity ratio?  
 e) What is bastfibre ? Give the example of bastfibres.  
 f) Differentiate between cultivated and wild silk.  
 g) Write down types of manmade fibre forming methods.  
 h) What do you mean by glass transition temperature?   
 i) Differentiate between Acrylic and Modacrylicfibre.  
 j) Define relative humidity and absolute humidity.  
    

Q3 a) Discuss the chemistry of different types of polymerization you know and cite an 
example of fiber produced in these techniques. 

(10) 

 b) Distinguish between thermosetting and thermoplastic polymers. (5) 
    

Q4 a) Describe types of fibre according to its origin. (10) 
 b) Enumerate characteristics of cotton fiber. (5) 
    

Q5 a) Compare the physical and chemical properties of wool and silk fibres.         (10) 
 b) Explain the working principle of Roller dinning machines and state its.   (5) 
    

Q6 a) Briefly describe the manufacturing process of the viscose rayon from wood pulp.                                              (10) 
 b) How is the polyester fibre manufactured? Explain (5) 
    

Q7 a) Briefly describe the degumming and weighting processes of raw silk. (10) 
 b) State the effect of moisture of Textile fibre. (5) 
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Q8 a) Explain the method of production of Nylon6 (10) 
 b) Describe the difference between Nylon6 and Nylon 6,6. (5) 
    

Q9 a) Explain types of jute retting. (10) 
 b) Explain silk reeling methods. (5) 

 

http://www.bputonline.com

http://www.bputonline.com

http://www.bputonline.com
http://www.bputonline.com

